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LUCKY PULP MOLDING PACKING CO.,LTD.

NO.175 JEN JU 3RD, TONGSHAN, YILAN, TAIWAN

The following sample(s) was/were submitted and identified by/on behalf of client as:

Type of Product: Plates and Bowls-Sugar cane/reed molded fiber tablevares
Date of Sample Received: 2008/05/21
Date of Testing: 2008/05/22

Test Results:

Test Item CAS NO. Test Method L Det_ected Unit
Results Limit
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000062-73-7 |With reference to SGS in house method. 0 pm(mg/kg)
Analysis was performed by GC/MS/MS.
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000060-51-5 |With reference to SGS in house method. .10
Analysis was performed by GC/MS/MS.
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i 000055-38-9 |With reference to SGS in house method.
R

i 000121-75-5 |With reference to SGS in house method.
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i 000056-38-2 |With reference to SGS in house method.
O eymsmotamary oo |
With reference to SGS in house method.
Analysis was performed by GC/MS/MS.

NOTE : 1.The report is separated for used in vain.

2."ND"non-detected means the test results is lower than detection limit value.
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Fenitrothion 000122-14-5 |With reference to SGS in house method
Analysis was performed by GC/MS/MS.
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Signed for and on behalf of*
SGS Taiwan Ltd.

Shin-Jyh Chen
Asst. Manager

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except
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Sample Photo
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LUCKY PULP MOLDING PACKING CO., LTD. LT
NO. 175 JEN JU 3RD RD., TONG SHAN Y-LAN TAIWAN

The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : PLATES AND BOWLS - SUGAR CANE / REED MOLDED FIBER
TABLEWARES

Other Info. 2 THE SUBMITED SAMPLES TO BE BIODEGRADABLE
CONDITINER

Sample Receiving Date 3 2008/05/21

Testing Period = 2008/05/21 TO 2008/05/27

Test Result(s) 8 Please refer to next page(s).

James Lu / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory — Taipei
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LUCKY PULP MOLDING PACKING CO., LTD. | 0O
NO. 175 JEN JU 3RD RD., TONG SHAN Y-LAN TAIWAN

Test Result(s)
PART NAME NO.1 y WHITE FIBER TABLEWARES

Test Item (s):

The amount of extractives
from uncoated or coated
paper and paperboard

Limit

Determination of the amount of
extractives from uncoated or
coated paper and paperboard
materials using solvents
simulating types of food and
beverages conform to US Food
and Drug Administration
requirements.

As per CFR Title 21, Pt 176.170
(c) table 2 condition E.

Net chloroform-soluable
extractives (D.l.-Water, 120°F,
24 hours)
Net chloroform-soluable
extractives (8% Alcohol, 120
'F, 24 hours)
Net chloroform-soluable
extractives (50% Alcohol, 120
°F, 24 hours)
Net chloroform-soluable
extractives (n-Heptane, 70°F,
30 mins)

As per CFR Title 21, Pt 176.170
(c) table 2 condition E.

mglin2

As per CFR Title 21, Pt 176.170
(c) table 2 condition E.

mg/in’

I.
-
-
-
- )

As per CFR Title 21, Pt 176.170
(c) table 2 condition E.

mglin2

.
.

Note : 1. mg/kg = ppm

. n.d. = Not Detected

. MDL = Method Detection Limit
. "---" = Not Conducted

."-" = Not Regulated
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NO. 175 JEN JU 3RD RD., TONG SHAN Y-LAN TAIWAN

** End of Report **
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